
 
 

 

 

 

 

 

Certificate of Analysis 
 

Material Name:                                    

 

Mfg Material No:                       Mfg Part No: 

 

Lot No:                         Material Quantity:  

 

Manufacture Date:            Expiration Date:  

 

 

Test Type Test Method Specification Result* 

Refractive Index @ 20°C 
Rudolph J57WR 

Refractometer 
1.4765 1.4765 

Specific Gravity @ 25°C 
Rudolph DDM 2910 

Density Meter 
.9882 .9880 

Appearance Visual MOBILE LIQUID MOBILE LIQUID 

Color Visual PALE YELLOW PALE YELLOW 

 

*Reported values are, where applicable, the averages for the entire production run of the product.    All material was 

within specification requirements. 

 All packaging specification requirements are acceptable with regard to seals, labels, and coding. 

 

This material complies with the agreed specification. 

Signed: ________________________________  Date: ______________________________ 

Title: Quality Assurance Manager   Phone Number: _____________________ 
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